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Fabric Soft

Width: 140 cm

Weight: 920 g/ml

Colour fastness to light = 5*** - EN ISO 105-B02

Colour fastness to rubbing wet = 3-4*** - EN ISO 105-X12

Colour fastness to rubbing dry = 4-5**** - EN ISO 105-X12

Pilling: 4-5**** - ISO 12945-2

Composition: 45% viscose (VI), 35% cotton (CO), 20% polyester (PL)
Abrasion: 27.000 *** - EN ISO 12947-2

Cleaning instruction: = 2 A @ B

—

Edge:

Classification for upholstery to be used in privat home:
*poor **caution *** acceptable ****good *****very good

The fabric changes appearance depending on the angle from which it is viewed. The change can range from a 1
more matt and darker surface to a shinier and lighter coloured one. The change is also noticeable in those areas ®
where the fabric is exposed to wear and tear. This change is typical of velour fabrics and is an expected and e I e rS e I l
infrinsic feature of this material.
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